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RESEARCH MEMORANDUM

INVESTIGATION OF TANTALUM IN A 3,800 ° F

SUPERSONIC AIRSTREAM

By Otto F. Trout, Jr., and Jerry L. Modisette

SUMMARY

An investigation of tantalum was made in still air and in high-

velocity air to determine its resistance to oxidation at high tempera-

tures. Experiments show that, except for a narrow range of temperature,

unprotected tantalum is not suitable for airframe parts exposed to air

at high stagnation temperatures, because above this temperature range

tantalum oxidizes or burns rapidly.

INTRODUCTION

As part of an investigation by the National Advisory Committee for

Aeronautics to determine the ability of materials to withstand aerody-

namic heating at hypersonic speeds, tests have been made of tantalum.

The excellent resistance of tantalum to oxidation at low temperatures

(refs. 1 and 2) and its high melting point make it of interest.

The present tests were made to determine the effect of oxidation

on tantalum in a high-stagnation-temperature, high-velocity airstream.

Oxidation tests were also conducted in still air to obtain quantitative

measurements of the average oxidation.

TESTS AND METHODS

Hot-Air-Jet Tests

Models made of tantalum, shown in figures i and 2, were tested in

the ceramic-heated jet (laboratory model) at a Mach number of 1.96 in

an airstream having a stagnation temperature of 3,800 ° F and a stagna-

tion pressure of ii0 pounds per square inch absolute. A description

of the testing facility is provided in reference 3. The models, initially
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at room temperature, were placed in the high-temperature free-air jet
and were heated until they burned or were ablated. Test results were
recorded by meansof a high-speed motion-picture camera. Temperatures
of the jet were determined by optical pyrometer measurementsof the
pebble-bed temperature.

Still-Air Tests

Commercially pure tantalum wires of 1/16-inch diameter were tested
in the apparatus shownin figure 3 at temperatures of 2_800° F, 3,300° F,
and 3,500° F. At each temperature both clean wires and wires covered
with a 0.05-inch-thick layer of oxide were tested. Temperatures were
measuredwith an optical pyrometer, and the tests were timed with a
stopwatch. The specimenswere weighed before and after the tests on an
analytical balance. At 2,800° F and 3,300° F, the time required for
the specimens to be heated to the test temperature was approximately
5 percent of the total test time. At 3,500° F, the wires were completely
oxidized in less time than was required for heating, and no oxidation
rates are given.

RESULTSANDDISCUSSION

Hot-Air-Jet Tests

The models presented in figure I were tested in the M = 1.96
ceramic-heated jet (laboratory model) at a stagnation temperature of
3,800° F. The sharp-pointed model ignited almost immediately upon
entering the hot airstream and was completely ablated in 6.9 seconds.
Photographs of this test are presented in figure 2(a). During the
tests on the rounded specimen (fig. 2(b)), the model remained in the
airstream 3.4 seconds before ignition took place and was completely
ablated in 8.4 seconds. Tests were also madeon a i/2-inch-diameter,
solid, hemispherical, tantalum model (fig. 2(c)). In this case a layer
of oxide formed on the face after about 5 seconds and ignition took
place after 15 seconds in the jet. Tests on a i/2-inch-diameter, flat-
faced, solid, tantalum model (fig. 2(d)) produced a thick oxide film.
This film along with a lower heat-transfer rate to the flat-faced model
prevented ignition of the metal. Tests on tantalum in a high-temperature
high-velocity airstream indicated that it is not suitable for use in
high-temperature airstreams unless a protective coating or plating can
be developed which will prevent oxidation, even though tantalum has a
very high melting point. Tests on the flat-faced tantalum model indi-
cate that the thick oxide film formed on the flat-faced model offers
someprotection against oxidation due to high heating rates.
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Still-Air Tests

The references disagree as to the oxides present at the test tem-

peratures. According to reference i, tantalum pentoxide Ta205 is the

only stable oxide. Reference 2 states that Ta205 decomposes, and it

lists Ta204 as a lower oxide which oxidizes in air but does not give

the temperatures of decomposition or oxidation. Another reference

(ref. 4) says Ta205 melts at 3,400 ° F.

The oxide formed in the tests at 2,800 ° F was observed to be white

and very porous, and fitted the descriptions of Ta205 given in refer-

ence 5. At 3,300 ° F the oxide was molten and very viscous, and at

3,500 ° F the oxide was very fluid. On cooling, the oxides formed at

3,300 ° F and 5,500 ° F became a vitreous solid, which on being exposed

to air at room temperature for several days changed to a white oxide,

apparently the same as that formed at 2,800 ° F. This change was accom-

panied by a gain in weight. However, this weight gain did not exactly

match the stoichiometric weight gain that would accompany the oxidation

of Ta204 to Ta205. The weighings seem to indicate that the oxide

was a mixtt_e of Ta20 _ and Ta205. This would indicate that Ta204

oxidizes rapidly on first cooling, and then more slowly to completion.

The time required for heating the specimens to test temperatures was

about 5 percent of the total test time, and the time for cooling was

slightly longer.

Average oxidation rates given in table I were calculated from the

differences in weights at the beginning and end of the tests and from

the average surface area of the wires. The mechanism of the reaction

was not investigated. The oxide formed at 2,800 ° F and was assumed to

be Ta205, and at 3,300 ° F it was assumed to be Ta204.

The heat inputs were calculated from heats of reaction determined

from heats of formation and heat capacities given in references 2, 6,

and 7.

Table I shows that the oxide coating provides no protection at

2,$00 ° F, but retards the oxidation at 3,300 ° F. At 3,500 ° F, the heat

input due to oxidation was greater than the heat losses due to radia-

tion and conduction, and the test specimens immediately rose to their

melting point of 5,100 ° F and burned vigorously. The reaction was too

rapid to permit any measurement at this temperature.
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CONCLUSIONS
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From an investigation made in still air and in high-velocity air
to determine the resistance of tantalum to oxidation at high tempera-
tures, the following conclusions are presented:

i. Tests of tantalum in a supersonic air jet having a stagnation
temperature of 3,800° F indicate that unprotected tantalum burns
rapidly.

2. Tests of tantalum wires heated electrically in still air indi-
cate that tantalum oxidizes rapidly above 2,800° F and burns when
heated above 3,500° F.

3. Tantalum is unsuitable for airframe construction when exposed
to high air temperatures or heated to high temperatures in still air
unless a protective coating can be developed to prevent oxidation.

Langley Aeronautical Laboratory,
National Advisory Committee for Aeronautics,

Langley Field, Va., September 26, 1957.
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//----Graphite {

_-- Tantalum 10" j/ !

Pressure relief hole--/ /3/_

Model i

064 Radius /---Graphite

W Tantalum I0" /

Pressure relief hole--/ " --

Model 2

(a) Models i and 2.

Figure i.- Sketches of models. All dimensions are in inches.
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Figure i.- Concluded.
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L40 Volt Autotransformer

• iI I ]

4 21F19 Filament Transformers

ii0 Volt Input; I0 Volt Output

Primaries in Series, Secondaries
Paired in Series with the Pairs

in Parallel to Give 20 Volts,
20 Amps Maximum Output

Moult
\
\

L.__. Copper Bus-bars

Tantalum Wire

Figure 3.- Diagram of apparatus for still-air oxidation study.

NACA - Langley Ftetd, Va.




